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CERTIFICATE OF ANALYSIS

1. PARTICULARS OF SAMPLE SUBMITTED :

NoPC/D/07824

a. Name of the Paryy 74 = Harkesh Rubber Industries., Mumbai -~ 400 069

it Ofsampleﬁilicon Rubber Transparent 0 Ring

c. Reference No. :
HRI/IPL/2801 Lt Dt. 28.01.09
d. Date of Receipt : e. Quantity : f. Packing

29.01.09 D.6 Abt. 1 Nos.
2. RESULTS OF ANALYSIS MN. 35457

Marks : Formula Mo. : HRI-Swarovski-vHO-01
Results of Analysis #s per USA Regulation 21-CFR-177-2600
Limit for 645 am?

Extraction with MN-Hexane
(after 7 Hours) . 11.27 =g Hax.175 wg

Extraction with N-Hexane
(after 2 Hours) o 0.10 mg Hax. 4.0 ng

Extraction with Water
(after T Hours) 1.70 mo Hax. 20.0 mg

Extraction with Water
(after 2 Hours) 0.72 mg Max. 1.0 mg

Remarks : The Silicon Rubber sample under test is fit to be used in contact
with food containing fat & also with equeous as per USA regulation
21~CFR-177~2600 for Rubber articles.

Test carried out by : Date : For Italab Private:.jiﬁ

Ms. Usha Patel 05.02.09 ?MCL
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All work is carried out to the best of our ability, however without any responsibility on our part and without affecting in any way the contractual rights of our Princip
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